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Alloy Compositions Alloy: Alloy:
Standard: AS2239
Aluminium (535" A1 A6
Element Min Max | Min Max
Zinc 2.1 27 2.0 6.0
Indium 0.017 . 0.025] 0.01 0.02
Cadmium 0.008  0.012| — 0.005
Silicon —_ 0.20 | 0.08 0.12
Iron —_ 0.12 | — 0.12
Magnesium _— 0.02 | =— 0.02
Titanium —_ 0.02 | — 0.02
Copper —_— 0.006 | = 0.006
Tin —_ 0.02 | — 0.02
Other Impurities | - Each 0.02 |- Each 0.02
-Total 0.05 |-Total 0.05
Aluminium
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Notes

1. Anodes are cast to comply with CAA's

standard casting tolerances

Insert - 25 x 3 Mild Steel Flat Bar

All dimensions are in mm (nominal)

2. All sharp edges removed for safe handling Nett Weight | Gross Weight
3. Anode linsert material to meet relgvant Y Kg (nominal) Kg (nominal)
Australian/International specifications AUSTRALIAN MADE
Rev Details of Change(s) Date Drawn | Verified
1 For Manufacture 09 April 2015 R.N. R.G.
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